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[ FINAL REPORT

- 
INVESTIGATION OF A MULTINODE FIBER OPTIC COUPLER

h O  INTRODUCTION

In previous  research , a mult imode f i b e r— o p t i c  coupler wi th  low inser—

t ion loss was discovered which is s imple to fabricate , is di rec t iona l ,

.1 leaves the  f iber s  in tac t , and has an inser t ion loss of <0.05 dB~ ’’2
~~. The

coupler  u t i l i z e s  the  energy contained in the leaky modes of the f ibe r .

The coupler , as shown in Figs. 1 and 2 , consis ts  of th ree  opt ical  f ibers

w i t h  short sections of their protective jackets removed. The fibers are

precisely held in contact wi th  each other  using three ali gning rods. The

three aligning rods are held together with heat shrink tubing.

[ In operation , light is launched into the main fiber and propagates to

t~ e fa r  end. A port ion of this power is coupled into the two other f ibers

[ at t he  coupler . Part of the power is coupled into the forward direction ,

P~ , and a much smaller portion into the reverse direction , P 3. The power

P2 depends upon the radial spatial distribut ion of power P 1 in the core

I and cladding. Greater coupling of power into P2 can be realized if the

power in the higher order or leaky modes can be increased. This can be

I done by cha nging the launching condition of the input light beam , by per —

turbing the fiber before or at the coup ler , or by choosing a particular

core/cladd ing structure in the fiber. In the previous research , several

I couplers were constructed using drill rods 25 nun long and either graded or

step index glass on glass f ibers from one manufac turer ‘ . Several input

fiber lengths were also used in these experiments ranging from 0.4 m to

240 m for the main fiber. Two different sources were used : a 1.5 mW 

_:~~~ ~~~~~~~~~~~ - -~~~~ - ~~~~~~~~~
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I

I He —Ne laser  and a 600 1~W DH s t r i pe geometry  LED. The forwa rd coupl ing

ratio , flf~ varied between — 5 . 5  dB and — 4 0 . 1  dB depending upon the type

J of light source , the Input coupling conditions , and the length of the

input fiber.

A theoretical calculation of fl f 
was also done in the previous re—

[ search based on a modification of a theory by Ogawa and Snyder
l)t4)

. How-

ever , the maximum coupling predicted by this theory was always less than
1~

the minimum achieved in the experiments. The discrepancy between the

theory and experiments ~an be explained by considering the variation in

the modal and spa t i a l  power d i s t r i b u t ion in the input fiber as a fuuction

1 of i npu t  condi t ions  as well as dis tance f rom the input  to the coupler .

The theory of Ogawa considered the case of equal power in each mode , which

1~ 
is not the case for the present coupler . It is believed that the present

coupler excites and utilizes primarily the higher ord er modes , and any

change in the modal distributioa in the main fiber will affect the coupling

L ratio , flf~ 
Two means of changing this moda l distribution are 1) exciting

different modal distributions at the input and 2) perturbing the main

1 fiber just before or at the coupler. The first method can be done by

varying the diameter of the input beam, the maximum input angle and/or the

offset of the beam and the fiber. Perturbing the fiber by stressing or

I bending causes mode conversion in the main fiber from bound modes to

leady modes. It is also possible that the surface conditions of the

1. alignment rods perturb the mode distribution~
5
~ . The type of fiber used

• in the coupler will a~1so influence fl
f 
since dif fer ent core and cladding

diameters, Ind ices of refraction , and construction types (step, graded ,

L W—type) will have different mode distributions.

- -  
_ _ _  

.
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The purpose of the research reported here is to examine these factors

mentioned above in detail and to more fully understand the operation of the

three—f iber coupler. The specific objectives are 1) to investigate the

dependence of the forward coupling ’ - -~ io fl
f 

upon the surface conditions

of the alignment rods, 2) to investigate the dependence of flf 
upon the

stress placed on the fibers by the alignment rods , 3) to verify the depend-

ence of n
1 
upon the length of the alignment rods , 4) to investigate the

mode distribution of the power coupled into the side fibers , 5) to inves—

tigate the dependence of n
1 

upon the particular make of fiber , 6) to in-

vestigate the dependence of Tif 
upon the length of the input fiber , and

7) to modify the theory for non—uniform input mode distribution and for

localized boundary conditions.

f 2.0 EXPERIMENTAL EQUIPMENT

~~~

The investigation of the many factors influencing the operation of

the three—fiber coupler required first of all a more precise control of

the input conditions than was possible in the previous research. The input

-L conditions to be controlled were : 1) the surface of the input fiber , 2)

the diameter and cone angle of the input beam, 3) the lateral offset

between the input beam and the fiber centerline , 4) the angular offset

betwe~~t the input beam and the fiber centerline , and 5) the stability of

the input power.

A fiber cleaving wheel with a diamond scribe was designed and con—

structed to yield a flat end on the input end of the fiber that was within

50 of perpendicular to the centerline of the fiber (see Figure 3). Several

adjustments were built into this cleaver for varying the position and ancUe

of the diamond scribe and the tension applied to the fiber. After initial

- 
- -~~~~~~~~~~~~~~~~~ --- - - - - 5- - - -. — -  5--
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trials with the cleaver , approximately 9 out of 10 cleaves met the requi re—

-- ments.

A 2 .0  mW polarized He—Ne laser with  A 633 nm was used for  the power

source. Af t e r  initial wa rmup of 20 minutes , the total  output power d r i f t ed

less than 10% over several hours. The mode s t ruc ture  sh i f ted  very slowly

I 1! and was observed to be stable over periods of several minutes .  The dia—

1 meter of the beam was 0.5 mm and divergence angle was less than 1.7 mrad.

- full  angle at e 1 points.

The diameter and cone angle of the light input to the f iber  were con-

trolled by a microscope obj ective which focused the beam upon the input end

I. of the fiber . The diameter of the beats at the input -end of -the f iber , d 2 ,

i- for a gaussian beam at the e~~ points is given approximately by d2 — f 9,

and the cone angle at the input end of the fiber by 82 tan 1(d 1/ f )  where

- 
f — focal length of the microscope objective , d 1 = diameter of laser beam,

divergence angle of laser beam. Table I shows d2 and 82 for the

microscope objectives used. -

TABLE I

~ J Diameter and Cone Angle of Input Beam to Filter

• 
_ Microscope E . F . L . ( f )  8 ~2

Obj ective N.A. (mm) , 2 (pm)
— 

5x 0.10 30.0 0.96° 102.0
r lOx 0.25 14.8 1.94° 50.3
L 20x 0.40 7.5 3.84° 25.5

40x 0.65 4 .3  6.66 14.6

The lateral offset and the angular offset between the beam and the

1. fiber were controlled by mounting the microscope objective and also the

fiber in separage 5 degree of freedom positioners: x, y, and z position

‘El
--5 — -

-— 5’ — — 5 — 
~~~~~~~~~~~~~~~~~~~~
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I and rotation about x and y axes were controlled. The laser was mounted on

- a 4 axis position : z and y position and rotation about y and z axes. The

laser , the microscope objective , and the fiber , on their respective posi—

tioners were mounted on an optical rail as shown in Figure 4. This experi-

mental arrangement could be adjusted to excite the minimum number of leaky

1 modes in the f iber by selecting the 20x or 40x objective , placing the end

of the fiber at the focal point of the lens, and adjusting the centerline

- of the fiber to the centerline of the beam . This gave maximum power throug h

the main fiber and minimum power coup led out. Conv~ rse1y , by o f f ~ cttlng

the fiber laterally in the beam , leaky modes could deliberately be excited.

I This gave maximum power coupled out and reduced power through the main

i fiber. An example of this is shown in the data in Table II for a coup ler

constructed of graded index fiber.

- 
1.

- 

- 
TABLE II

I Sample Data from a Coupler Constructed from ITT Graded
Index Fibers with 25 mm Alignment Rods. Input Length of

Fiber — 30 meters.

Microscope Power nf
(dB) n (dB) Tid~~

B)

I Objective Maximized 
______ ______ ______

Sx P1 —20.2 —41.0 20.8

[ Sx P2 —17.9 _ 319.6 21.7

lOx P1 — 2 4 . 1  — 46.7  22 .6

[ lOx P2 —13.7 —35 .7 22.0
- 

20x P 1 —35.4 —46.1 10.7
20x P 2 — 1 3 . 1  —35.7 22.6

I. 40x P1 —33.5 —46.7 13.3
40x P2 —13.3 —34.3 21.0

F
I
o

_____  - - -5 ---- 5- -—-  -~~~~~~~~~~~~~~~
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A 
The fo rward  and reverse coup l ing  r a t i o , Ti

f 
.md 

~r ’ ~ind the d i rec t ivi ty ,

- ~d’ were ca lcu la ted  from

1
: 

— 10 losC),  T1r — 10 lo8ç’3) .  
~d — 10 lo~~~~~

When the f iber  is exac t ly  centered in the beam (P 1 maximized) , and the

- diameter of the input beam decreased ( increas ing power of the ob jec t ive ) ,

- the forward coupling ratio is reduced . However , at 40x some of the rays

of the input beam exceed the maximum acceptance angle of the fiber (the
1.

numerical aper ture)  and leady modes are launched , increas ing  n~~. When

the f iber  is d e l i b e r a t e l y  o f f s e t  (P~ max i m i z e d ) ,  and the di.~meter of

- . the be am reduced (inc reas ing  power of the o b j e c t i v e ) ,  the forward  coupl ing

is increased. Several different fibers were used in these experiments.

The properties of these are shown in Table III.

TABLE III

Properties of Fibers Used in Experiments

Manufacturer

j ITT ITT Corning, Valtec

Type of index gradient : Step Graded Graded Graded

II Type number: GS—02-08 CC-02-08 1054 MC05-O1

1~ 
Fiber core diameter : 50 ~im 50 ~.im . 63 urn 51.3 pm

• Fiber outer diameter : 125 pm 125 pm 125 pm 127.5 ~im

I Core index of refraction a : 1.48 1.48 1.47 1 .47
1 0

Numerical aper ture : .25 .25 .20 .23

15 Loss (dB/km): 5.33 3.90 9.1 9.56

- Remarks : W— type W-type - -

- I,

L 
- - -5 - •—- 
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The fibers were chosen because of their di f ferences  in N .A . ,  type of

index gradient , losses , core diameter , and type of construction . They

were also chosen for  their similarity in outer diameter and composition

(glass on glass). The techniques of construction of the couplers including

the alignment rod diameters were the same for all these fibers. Thus, the

1. differences in coup ling ratio due to fiber differences could be separated

out.

3.0 DEPENDENCE OF COUPLING UPON SURFAC! CONDITIONS AND STRESSES OF
- ALIGNMENT RODS

The couplers for the experiments were constructed from one of three

- different kinds of alignment rods : 1) drill rod blanks , 2) drill rod

stock , and 3) threaded drill rod stock. The drill rod blanks (45 mm long)

- 
as received had been ground , polished , heat treated , and had champfered

- ends. The rods us~ d were further selected for straightness and absence of

burrs , and were then polished with j ewelers rouge. The drill rod stock

was received in untreated 3 ft. long sections which were cut to length

(13 , 24 mm, 34 nun, and 45 mm) and the ends champfered. The rods used

were selected for straightness and absence of burrs , but no e f f o r t  was

L made to remove striations from the rods. Additionally , a number of the

24 ma long rods from the drill rod stock were threaded with a #0—80 die

to yield approximately a 75% thread . The diameter of the alignment rods

is related to the diameter of the optical fibers by DR (5+2f~’)df where

DR — diameter of alignment rod , and df = outer diameter of optical fiber.

i. For optical fibers with a 125 pm O . D . ,  the alignment rods should have a

- diameter of 1.237 nun. The rods used were nominally 1.230 nun in diameter
- 

±.003 nun to ensure that the fibers would be securely held in the coupler.

II
— - - - - -•  -5-—-- - - - ---— - 5— — -~~ -~ • - -
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To beg in the exper iments , a coupler was const ructed  using ITT step

index fiber and the polished drill rod blank alignment rods. The coupling

ratios , fl f~ n , and 
~d were measured and the coup ler was disassembled .

The coupler was reassembled using the same fibers but with  the roug h d r i l l

rod stock alignment rods. The coupling ra t ios  were again measured . No

significant d i f fer ence  of the coupling ra t ios  was measured between the

smooth and the rough al ignment  rods. Other couplers constructed from the

rough rods did show lower fo rward and reverse coup ling if the rods were

not s t ra igh t .  In th i s  case the f ibe r s  we re not in contac t 3lOflg the f u l l

length of the coupler .

The investigation of surface  condi t ion  e f f e c t s  was cont inued by con—

s t ruct in g  a coup ler using the threaded dri l l  rod stock 24 mm long and the

- ITT graded index fiber. The same type of f ibe r  was used to construct a

coupler from the rough drill rod stock , also 24 mm long. The data is - 

-

shown in Table IV.

TABLE IV

Comparison of Forward Coupling Ratio for  Couplers
Made from Rough and Threaded Drill Rod Stock

(fibers: ITT graded index , Input objective 20x;
‘- Interaction length: 24 mm)

Power
1. 

- 

Maximized Roug)~ Rod Threaded Rod

fl
~ 

(dB) (dB)

P 1 —35.4 —33.5

1 ~ P2 —13.1 —6.9

This data shows that when the power in the fiber is contained prin-

cipally In the lower order or propagating modes (P1 maximized), the

- 
_
~

_ i_~
_
_ _ _
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periodic pe r tu rba t ion  of the threads  causes only a small increase (<2 dB)

in the forward coupling ratio . However, when the leaky modes are deli-

berately excited (P2 maximized), then a much larger increase (>6 dB) in the

forward coupling occurs.

The conclusion is that for maximum forward coupling ratio the couplers

I. should be constructed using threaded rods. This is even more t rue when

the source is a li ght emitting diode (LED) or an injection laser diode

(ILD) since the output  light beam from such sources has an angular beam

spread much greater  than the N . A .  of the fibers considered in t h i s  research.

A large amount of the power launched into the fiber from these sources will

be carr ied in leaky modes , and can be coup led out by. the type of coupler

studied in this research.

- The influence of stress p laced on the f ibers was invest i gated by

I :  changing the means of holding the coup ler together .  A coupler was f i r s t

made from ITT graded index fiber and 34 nun roug h rods held in place wi th

L three bands of heat shrink tubing, each 4 nun wide , with one band in t~he

middle and one at either end. The coupling ratios were measured and the

coupler disassembled . The coupler was reassembled with a single sleeve

L of heat shrink tubing extending the full length of the coupler. The data

- 
is shown in Table V.

L The increased stress slightly increases ( 1.6 dB) the coupling ratio

r when the power is carried mainly in the lower order modes (P~ maximized)

and gives a higher increase ( 4.2 dB) when the power is carried in the
leaky modes (P2 maximized). The conclusion is that for maximum forward

coupling, the couplers should be assembled using a single sleeve of heat

shrink tubing. However, this increases the difficulty of assembling the

-. ~~~~~~~~~~ . -- ~~~~~~~~~ .~~~~~~~~~.
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I cou p lers , m d  the easier 3 band cons t ruc t ion  was used in the rema inde r  of

- the experinents.

I. TABLE V

Comparison of Forward Coupling Ratio , ‘if, for Normal
(3—4 nun bands) and Increased Stress (1—34 nun sleeve) on Fibers

1 (ITT graded index fibers ; 20x input objective ; 34 mm interaction length)

Power

I Maximized Normal Increased

(3—4 mm bands) (1—34 mm sleeve)

I. fl
~ 

(dB)

I 4 1.5

P2 —17.7 —13.5

I.
A more definitive experiment investigating the influence of stress

on the coupling ratio could not be accomplished during the period of this

contract. The difficulty of accurately measuring the force placed on the

-- fibers was the major experimental obstacle. However, the experimental

L apparatus necessary is being constructed and the experiments will be car-

ried out utilizing the fibers and equipment assembled under the present

[ contract.  The results will be published later~
6
~ .

- 4.0 DEPENDENCE OF COUPLiNG RATIO ON HIGHER ORDER MODES — INSERTION LOSS

[ The power coupled out of the main fiber in this type of coupler de—

pends upon the mode distribut ion in the main fiber~
3
~ . Maximizing the

1. power through the main fiber (P1) minimizes the forward coupling ratio ,

and maximizing the forward coupling ratio reduces P1 while maximizing

P2. One method to achieve maximum Yl
f 
is to deliberately launch more

L higher order (leaky) modes by laterally offsetting the input fiber with

(I 
- —~I_

_ _iI_._ _ 
~~~~~~~~~- -~~~~~~~~~~~~

-
~~ - _ _ _ _ _ _
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respect to the input beam axis. The results are shown in Figure 5 where

the forward coupling ratio and the insertion loss are plotted versus the

percentage of maximum power transmitted through the main fiber (% of P i max
)
~

The insertion loss at 100% P1 is <0.05 dB (the accuracy of the measure—
I. max -

ment) .  The very low value of n at 100% P~ , occurs when the offset is
I max

L. very precisely controlled to within a few microns of the centerline and

is only then achieved because of the high degree of collimation of the

He—Ne laser . A less coll imated source such as an ILD or an LED would yield

much higher forward coupling ratios at minimum offset. The values shown

- in Fi gure 5 i l lustrate two possible uses of this type of coupler: 1) as

a mode volume monitor on the fiber, which will indica-te by an increase in

P2 or n when the fiber has been perturbed in front of the coupler, and
L

2) as a maximum transmitted power monitor which will indicate by a minimum

1. of P2 or ‘if when the source input has been adjusted such that inaxitnum

- amount of power has been coup led into the lower orders (trapped modes) of

che fiber .

I This latter application was explored in greater detail and the results

published separately ’7
~~. The starting point of that investigation Was to

I f ind out how quickly af ter  launching did off—axis modes at the input end

r 
of the fiber mix until the mode volume was again cylindrically symmetrical.

The three stub connector shown in Figure 6 was constructed using three

Dupont Crofon plastic fibers in place of the three alignment rods

with the main fiber held in the interstice of the three plastic stub

fibers (each 0.030” in diameter) . The four f ibers were held together with

- heat—shrink tubing and the flush ends of the f ibers  polished to an optical

- finish. The fibers were held together by the heat shrink tubing for a few

centimeters and then the main fiber was separated from the bundle of the

I
r 
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I the three stub fibers. The stub fibers used were approximately 40 cm long

r and the main  f iber  (dr iven  f ibe r )  was 250 m long.  The inpu t  end (dr iven

end) of this four fiber assembly was i l l umina t ed  by the output  end of a

40 meter length of ITT step index f iber  (driving f iber) . The optical

power in the driving fiber itself was coupled into it from the He—N e

laser and the microscope objec t ive—fiber  holder apparatus  described in

section 2.0 of this report . Precise adjustment of the offset as well as

the use of mode s t r ippers on the 40 m l eng th  insured that  the power in

the d r iv ing  f iber  was conta ined in the t r a n s m i t t i n g  ( lower order)  modes.

- .  
The light coming f rom the output  end of the d r i v i n g  f i ber  was thus con—

.. stra ined to ang les less than or equal to the N.A.  of , the driving fiber .

In the experiments , the power at the end of the 250 m length and
- 

the power from each of the stub f ibers  was recorded as a funct ion  of

— f lateral o f f se t  between the driving and driven f ibers.  When the o f f s e t

was large and the driving f iber  i l luminated only one of the stub fibers ,

1.  this stub f iber  showed maximum power out .  The other  two stubs and the

-

~ 
main f iber  showed very l i t t l e  power out . However , once the driving fiber

t ‘ offset was reduced until it illuminated only the cladding of the main

I fibers , then all three stub fibers showed approximately the same power.

- 
At the same time, the main fiber showed an increase in transmit ted power.

I. As the lateral offset was reduced toward zero, the power in the three

stub fibers reduced equally to a minimum and the transmitted power in

the main fiber to a maximum , all simultaneously. These results are ii.—

- ‘ ~
- (7)

lustrated in Figures 7 through 9

The equal intensity of light in the three stub fibers when only the

cladding was illuminated indicated that the mode volume in the main fiber

[ became cylincrically syiwnetrical within a length of a few centimeters.

--~~ - - - .~~~~ - ~~~~~~~~~~~~~~~~~~~~~~~~~~~~~~~~~~~~~~~ -- ~~~~~~~~~~~~~
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This was an important result for the present research since any perturba—

-[ tions of the main fiber a few cms before the three rod coupler or per-

turbation due to the three rods themselves would not result in assymetrical

[ coupling of light into the side fibers.

- L 
The results of the stub fiber connector suggests an important app li-

cation for this connector. It can be used to insure that maximum power

is transmitted to the distant end of a length of fiber without having

- access to the distant end. It requires only a simple x—y translation

[ device to hold the four fiber assembly and a portable optical power meter

[ to read the output of the three stubs when the wavelength used is in the

infrared . Another use would be as an adjustable ~€T
tI -coupler where the

[ stub fibers could be used as the input and output of the si4e port .

I -  -

1. 5.0 DEPENDENCE OF COUPLING RATIO UPON LENGTH OF ALIGNMENT RODS

r In the previous research a theoretical calculation of fl f 
was done

L (3,4)based on a modification of a theory by Ogawa and Snyder . The model

[ for the calculation was that of two f iber  cores completely immersed in an

infinite volume of cladding material. Ogawa derived an average value of

[ the coupling coefficient/unit length between the Ith mode of the main

fiber A and the ith mode of the side f iber B for two identical f ibers:

[ ½ 
(~) (~ 

- 
exp _ (2N ½( ~~ - 2)

-r where : a radius of core
k— 2 7 r / X

— refractive index of core

I 1 —  (nc/so)
1 d — distance between centers of fiber cores

N - total number of modes in the main fiber
j  a number of  the mode (l<i<N)

Ii
5-  -
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[ The power coup led f rom the  I th mode of the main fiber A to the I th ~i~’de

of the side fiber B is then — sin 2( ik) whore ~ * ~ength ~~

• coupler .  If the  mode number I is t rea ted  as a con t inuous  v ar I ab l e~ and if

alt modes carry equal power , the coupling efficiency is

- ~~~A S 1  
1

N 
sin2 (l

~ flz) diin

- For the present case , where d/ 2 a  ~~ 2 . 5 , and for  z — a fow cen t ime te r s ,

15 sin 2(~~~~z)~~ i~~ii2 z
2

and carrying out the integration ,
is

4. where: A •

F b .4fli~7(-~
4-
~~~~1)

— F(b) *~~~~~~~~~_~~~~~~~+~~~~ -exp (-b)~~~~ + ~~~~ +~~~~~~~ +~~~~ 9 .+~~~~,9)

Figure lOa shows the theoreti-al value of fl
f 
as a function of coupling

length z and as a function of d/~ a, allowing for variations in d in the

J fibers , evaluated for the ITT step index fiber of Table III.

The experimental  results  for coup lers of 13 mm , 24 mm , 3.~ mis , and

1 45 mm in length are shown in Figure lOb . These couplers were n’.tr ucted

using the same three f ibers  by assembling , d isassembling,  and rea~ sombl ing

- 
the couplers in sequence. The maximum values for  fl

f 
are for P~ in~ix im1zed

and the minimum values are for P
~ 

maximized . In all cases, the experi-

mental values exceeded the theoretical values , indicating that a much

- 

~- 
J stronger coupling effect is occurring than the theoretical model considers.

The data at z • 34 mis is noteworthy since it indicates that the approxi-

L a  mation of sin2 lCd2 z2) ~~ I~~]2 ~
2 is no longer valid. In Ogawa ’s theory,

- _[ this approximation is valid for d/2a 1.05 whereas the presen - -ea-s~~[i for

~~~~~~~~~~~~~~~~~~~~~~~~~~~~~~~~~~~~~~~~~ ~~~~~~~~~ ~~~~~~~~~~~ 
-- - --
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• d/za 2 .5 .  This decrease in at z = 34 mm ind ica tes  that  some of t~ie

- F energy coupled from the main fiber into the side f iber  is recoupled back

into the main fiber .

Two d i f ferent  explanations were advanced to explain this  increased

fl f and the recoup ling. The first was tha t the modes are not all uni form ly

excited but instead mostly hi gher orders are excited.  This would increase

the theoretical t~f~ Conversely, if only lower order modes were exc i ted ,

then the theoretical values would be less than that  shown in Fi gure 10.

— I This was investigated by observing the mode pa t t e rn s  of the side f i be r s

- 

L (P a) in the far  f ield . This is shown in Fi gure h a  fo r  the case when 
~2

was maximum (r~ maximum) . If only higher order modes -were presen t , then a

- f  characteristic “doughnut ” pa t t e rn  would have been observed . However , the

peak of intensity in the center , as shown in Figure h a , indicates th3t

a large number of lower order modes is still present.

Conversely , if only lower order modes were present , then fl f shoi Ld be

lower than the t heoretical values shown in Figure lOa . This cond i t l o  was

approximated by maximizing P1, and the resulting mode pattern of P 2 is

shown in Figure lib .  Here the number of lower order modes is much grerter

than in Figure h a  since the intensi ty in the center is increased. FL w —

ever , the experimental n f was still greater than the theoretical valu- of

Figure lOa.

The second theory of the increased coup ling is that  of perturbe i

boundary conditions where the fibers are in contact , similar to f r u s t- a t e -

total internal reflection . Using ray theory , as shown in Figure 12 , any

ray in the main fiber which strikes the contact line will enter the sidc

- fiber. Other rays will be contained within the fiber until, after multip le

reflections, they also strike the contact line. Since the higher -

I
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j  Fig. 12. Coupling of meridional and skew rays from main to side fiber
by frustrated total interna l reflection .
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m~Jes have larger ray angles with respect to the center line , they will

have more r e f l e c t i o n s/ u n i t  length  and w i l l  coup le more strong ly than lower

order modes . Itt theory , the f ibers  touch only in a line. However , the

fibers are in close p rox imi ty  on e i ther  side of th i s  l ine and energy will

be counled throug h f r u s t r a t e d  to ta l  in te rna l  reflection . Increased pres—

sure on the ali gnment rods will  increase the pressure on the f i b e r s  and

will  increase th i s  contac t  area leading to increased fl f~

An attempt was made to calculate fl
f 

t h e o r e t i c a l l y  us ing  ray t h e o r y .

This was based on a method of Cherin and N urp h y and involved  calcuL~t i .~ns

coupl ing loss for  each possible ray angle , both for  mer id i ana l  and skew
(8) . .rays . This involved a search and summing techn ique which proved to be

a very ineff ic ient  program and exceeded the  a lloted computer t ime . It  was

not ..~ssible to streamline the program and complet e this work dur ing  the

co n ract period. A method of calculating the coupling between fibers

us ng numerical methods based on mode theory has been developed by Yeh

[ and appears applicable to the present coupler~
9
~~.

The conclusion concerning the coupling mechanism is that the boundary

Li condition is al tered at the line of contact  between the two f ibers , al lowing

ene rgy to leak only throug h this  al tered boundary while still guiding the

erte ~y in the remainder of the f iber  volume .

6 . ) DEPENDENCF. OF COUPLING UPON FIBER TYPE

Ir. the previous research , the couplers constructed used fibers from

only one manufac turer — ITT step and graded index (see Table III) . These

were W—t ype or doubly clad f ibe r s , as shown in Figure 13, which have a

thin intermediate layer of lower index of r e f rac t ion  between the core and

c ~uing. The purpose of this layer is to confine the modes of the f iber

_ 
_ _  
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I -

[



—-——- ~r n .——-— -—— - ——~~- —--— -———. —,
~
-,

~~~~
---- - —-— —--—---.-- -- ----— - -..-— - — . - --.—-5— ,——-.—-—- -——---— -—-- ~~~~~

.
~~~5,

- 
- —.5--- --—~~ -.- -- ~~

._-_,_ - - -~~~~~~ -.--

-& 31

more strongly within the core . However, Maeda and Yamada have shown tha t

— if this layer thickness is not carefully controlled (±0.5 m), its presence

may lead to leaky modes being propagated on the f iber  for distan-:es greater

than 1 km UO) .

In the present research, couplers were constructed from fibers from

I. ITT and two other manufacturers. The results are summarized in Table VI.

[ 
TABLE VI

~ F Forward Coup ling Coef f i c i en t  for Different Fibers (see Table III)
• (45 mis coupling length; 1—3 in f ibe r  length ;  20x ob jec t ive)

- Manufacturer

rrr~”~ irr~’~ corn~ ng 2) valtec~~
3)

Type of index gradient : Step Graded Graded Graded

Type number: CS—02--08 GG-02-08 1054 MG05 01

mitt (dB): —37.21 —21.3 —58.1 —20.8

- -  flf. max (dB): —10.2 —17.7 —44.1 —7.8

d : 50 urn 50 ~im 63 tim 51.3 urncore

I N: 1,924 962 1,078 857

0.25 0.25 0.21 0.23

I Loss (dB/km) 5.33 3.90 9.1 9.56

I There is no clear correlation between the experimental fl
f 

and the

- physical parameters of the f ibers listed here . There is a weak dependency

of fl f upon NA: a high~r NA gives higher coupling. Initial results with

the Valtec fiber showed results similar to those of the Corning fiber , but

the protective coating of the Valtec fiber had not been completely removed.

Ii Complete removal of the protective coating with a Teflon stripper increased

~ ll
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L t he coup l i ng  to the value shown in Table VI.  The t i t h e r  f i ber s  were also

checked for coa t ing  removal but showed no change in p erf c i rmance.

The only conclusion that can be drawn from this part of the inves-

tigation is tha t the coupling effect is heavily dependent upon the par—

t i cu lar  f ibe r  used and somewhat dependent upon the numerica l  aperture.

The coupling e f f i c i e n c y  apparen t ly  has no dependency whether the fiber is

step or graded index or is W — t y p e .

} 
7 .0  EFFECT OF INPUT FIBER LENG TH

The previous research t e n t a t i v e l y  ind ica ted  a dependence of t h e  f o r —

- (1 2)ward coupl ing et f i c i e n c y  upon the length of the input-fiber ‘ . The

experiments there showed a decrease in coup l ing ra t io  for  a He—Ne laser

source when the input length was changed from approx imate ly  0.5 is to 240 in

for  ITT step index , and from 0 .7  in to 100 m for  ITT graded index fiber.

The d i f f e r e n c e  between fl f (max) and fl f (mitt) also decreased. Similar

results were shown for  ~.aA1As LED sources. These resu l t s  were exp lained

by assuming that some of the leaky modes on the f iber  were of a type
( 14)known as tunneling leaky modes, which may persist for hundreds of meters

In this port ion of the present investigation , a series of couplers was

constructed from ITT step index f iber  using the same alignment rods each

time but with  a d i f f e r e n t  input f iber  length each t ime . The resul ts  are

shown in Figure 14 for -bo th ii (P1 ) and ii (P2 . Thef ,  m m  max f, max max )

results show a length dependence when higher order modes are deliberately

excited for 
~f , max~ 

The data point of 
~f max - +1 .4 dB at 1 meter

occurred when the input fiber was tilted as well as offset to maximize P2.

- This clearly shows that  the coup ling e f fec t  is pr imar i ly  due to higher

order modes which are known to be more highly a t t enua ted  with  length than

_ _ _  _ ~~1i
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- the lower order modes. The minimum coupling, flf mitt shows no length

dependence indicating tha t the input conditions have minimized the number

of higher order modes and that the mode distribution stays stable there-

after. The variations in the flf ~ 
are probably due to experimental

error in maximizing P1. The value of flf ~~~ 
staying within a few dB of

L. its original value m a y  indicate that the presence of the coupler alignment

- rods on the fiber is sufficient perturbation of the fibers to yield this

level of coupling .

8.0 DIRECTIONAL ISOLATION
IT

Throughout the present research, the power coupi~ d in the reverse

[ direction , P3, was also measured as well as P1 and P2 for each coupler.

From these measurements , the reverse coupling ratio , n — 10 log (P 3/P 1)

and the directivity, TI
d 

10 log (P3/P2) were also calculated. Early in

the present research it was found tha t reflections from the cleaved ends

of the side fibers and also the main fiber were the principal sources of

the light measured as P3 (see Figure 1) and were limiting the directivity
- 

of the coupler. A solut ion was to crush the ends of the side fibers be-

fore they wece inserted into the coupler. This reduced the reflected

I power in fiber #3 and improved the directivity of the, coupler greatly as

- - shown in Table VII. This technique of crushing the ends of the side

I fibers before insertion was used in the remainder of the experiments.

The reflection from the far end of the main fiber also contributed

J to the light coupled into P3. This reflection could be reduced by ter—

minating the far end of the main fiber in index matching fluid, thereby

reducing 
~r 

and increasing 
~d 

by a few dB. In some coup lers , the reverse

I coupled power, P3, was below the measuring ability of the apparatus (‘-lnwatt).

~~~~
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TABLE VII

J Improvement in Directivity of Coupler
(ITT graded index ; 34 tins interaction length, 40x objective) rr Power

Maximized ~~~~~ 
n d (t 1

~~

F Before crushin g P 1 —49 . 1  10.6
side fiber ends P2 —36.0 20.7

r 
After crushing P1 —60.6 21.8j side fiber ends P2 — 4 5 . 7  29 .7

In all of the preceding sections of this report , only the coupling

of light out of the main fiber has been considered . A potential use of

the three—fiber coupler is to couple light from a side fiber into the

main fiber. Several experiments of this type were performed and typical
S..

arrangement and results are shown in Figure 15 for P1 maximized. This

j indicates that this type of coupler could also be used as a data input

port. -

I 9.0 SU?~NARY AND CONCLUSIONS

This investigation of the three—fiber multimode coupler has prod uced

1 the following results:

1) The forward coup ling ratio , Ttf I 
was shown to increase for gross

perturbations of the surface of the alignment rods (i.e. threads) , but

J only for higher order mode launching input conditions.

2) m~ is increased by placing additional pressure on the alignment

• rods, but again only for higher order mode launching conditions.

3) The forward coupling ratio increased with increasing length of

the alignment rods, but sh owed an anomoly at 34 mm length. This was

possibly due to a reverse coupling. 
- 
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~ d 10 log (

~ l’~ r) = +31.1dB

Where — 2.4mW from He—Ne Laser.

- I :
1 Fig. 15 Three—fiber coup ler used as an input port to main

fiber (ITT graded index , 34mm interaction length)
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1 4) The forward coupling ratio depends strongly upon the presence

of higher order modes in the main fiber. However , appreciable power can

S. be coupled out of the main f iber  even for  a mode d i s t r ibu t ion  of most ly

I lower order modes.

- 
5) The forward coup ling ratio depends strongly on the fiber manu—

I. facturer , and is somewhat influenced by the numerical aperture of the

- fiber.

6) The forward coup ling ratio decreases wi th  an increase  in the

fiber length  between source and coupler , but only for higher order mode

launching condit ions.  For lower order modes , a minimum va lue  is -mlw ays

present and is relat ively constant with  length.  - --

7) The directiv~ m y of the coup ler was grea t ly  improved by reducing

the reflections f rom the cleaved ends of the side and main fibers .

8) The three—fiber  coup ler can be used as an input port as well as

- .  an output port .

.L. The performance of this type of coupler can be maximized by construct—

ing the coupler from Valtec graded index fiber with 45 tins long threaded

alignment rods held together with a single sleeve of heat shrink tubing.

I The forward coupling ratio is expected to be between —8 to —20 dB depending

- 
upon the source and launching condition. For an LED or ILD source , a

1. higher coupling ratio is expected.

~ 10.0 SUGGESTIONS FOR FURTHER RESEARCH

1,. The first step to continue this research would be to measure the

- 
coupling ratios for LED and ILD sources. These are appearing as the

1. sources of choice in most fiber—optic communications systems, and higher

[ coupling ratios are expected. Secondly, the influence of stress on the

I ~~~~~ ~~~~~~~~~~~ ~~~ — ___________________________
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j coupling ratio should be investigated more thoroughly. This work is

already in progress~
6
~. The influence of the periodic perturba t ions

upon the coupling coefficient should be studied to determine if changing

r 

the period of the perturbation (the number of threads/unit length) will

increase the coupling . Lastly , since the presence of a discontinuity in

the fiber , such as a connector, increases the coupling ratio, this type

of coupler should be tested in a fiber system of several kin length where

1. the main fiber of the coupler is placed in the system with electric arc

1 fused connections.

- I L
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